
x Trocken / dry

x Wässrig / Aqueous

x Alkoholisch / Spirituous

x Sauer / Acidic

x Milchprodukte / Milk products

x Fettig* / Greasy*

24 Stunden/hours oder / or Tage/ days

40 °C N

N N

6/1000 dm²/mL oder / or nicht Anwendbar / not applicable

Signature of authorised representative:

(N = nein / no; Y = ja / yes)

Tätigkeit / Role: Chemist & Technologist
Name: Edwin Ramadan

tiefkühlgeeignet
freeze safe

PET Polyethylene terephthalate

geschirrspülmaschine geeignet
dishwasher safe

*) Bei Ersatzprüf ungen mit organischen Lösungsmitteln werden die Prüf bedingungen entsprechend der EN1186-1:2002 Abschnitt 7.2 angepasst.

*) Replacement testing with organic solv ents were carried out with adjusted testing conditions according to EN1186-1:2002 Section 7.2

Lebensmittelarten, die nicht angekreuzt sind dürf en nicht mit dem Material in Berührung kommen

Food ty pes that are not checked shall not come into contact with the material.

Dieser Gegenstand darf mit folgenden Lebensmitteln in Kontakt kommen:
This article may come into contact with the following foodstuffs:

Kurzzeichen / Resin Code

Vorgesehener Verwendungszweck und Einschränkungen / Intended use and restrictions

Hiermit wird bestätigt, dass oben genannter Artikel den gesetzlichen Bestimmungen in Artikel 3, Artikel 11 Absatz 5, Artikel 15 und Artikel
17 der Verordnung (EG) 1935/2004, Verordnung (EU) 10/2011 und der deutschen Bedarfsgegenständeverordnung (BedGgstV) in ihrer jeweils
aktuellen Fassung entspricht.
This is to confirm that the above named article complies with the legal provisions in Article 3, 11(5), 15 and 17 of the Regulation (EC) 1935/2004, regulation (EU) 10/2011

and the german Consumer Goods Ordinance (BedGgstV) in its current version.

Der Artikel kann SML Stoffe enthalten. Die Gesamtmigration sowie die spezifische Migration liegen bei spezifikationsgemäßer Anwendung
unten den gesetzlichen Grenzwerten. Die Prüfung erfolgte nach den Verordnung (EU) 10/2011.
The article may contain SML substances. However, when used as specified, the overall migration as well as the specific migration do not exceed the legal limits. The testing

was performed according to regulation (EU) 10/2011.

Die Konformitätserklärung für diesen Artikel wurde nach Prüfung des Artikels durch ein akkreditiertes Labor ausgestellt.
The declaration of compliance for this article was issued based on entire inspection of the article by an accredited laboratory.

Die eingesetzten Materialien und Rohstoffe entsprechen der europäischen Verordnung (EU) 10/2011.
The materials and raw materials are in accordance with the european regulation (EU) 10/2011 for plastic materials.

Hinweis zu „Dual-Use-Stoffen:
Substanzen, die auch als Lebensmittelzusatzstoffe erlaubt sind, migrieren nicht oder sind in so geringen Mengen enthalten, dass sie im
Falle einer Migration keine technologische Wirkung haben.
Note on dual use substances:

Substances also approved as food additives do not migrate or are contained in marginal quantities only so that they do not

display any technological effect in case of migration.

Datum der Erklärung
date of declaration

Verhältnis der mit Lebensmittel in Berührung kommenden Fläche zum Volumen, anhand dessen die Konformität des Gegenstandes
festgestellt wurde.
Ratio of the surface area that is to come into contact with the foodstuff to the volume levels, with which the object conformity was determined.

Ursprungssland
Made in China

Es wird keine funktionelle Barriere aus Kunststoff verwendet.
There is no functional barrier made from plastic

mikrowellengeeignet
microwave safe

1-8-2019

Verwendete Kunststoffe / Used plastic materials

Anwendungsbereich des Gegenstandes / Scope of the article:

Name

Konformitätserklärung gemäß Verordnung (EG) 1935/2004 für Materialien aus Kunststoff mit 
Lebensmittelkontakt  / Declaration of compliance according Regulation (EC) 1935/2004 for plastic materials in contact with 

food

Koopman International b.v., Distelweg 88, 1031 HH Amsterdam, The Netherlands

DB5000020-319778

Identität und Anschrift
Identity and adress

Article +Auftragsnummer
order number = LOT = batch number

Artikelbeschreibung
article description COOLER BAG, 420D POLYESTER, SIZE 300X160X215MM

8001277
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Applicant: KOOPMAN INTERNATIONAL B.V Date:  Jul 31, 2019 
 DISTELWEG 88 AMSTERDAM, THE 

NETHERLANDS 
  

 

 Attn:  QUALITY CONTROL 
  

 

 
Sample Description: 

One (1) group of submitted sample said to be : 
Item Name : Cooler bag 
Item No. : DB5000010,DB5000020, DB5000030, DB5000040, DB5000100, DB5000110, 

DB5000120, DB5000130, DB5000150 
Material : Metallised film (PET) 
Date Sample Received : Jul 18, 2019. 
Testing Period : Jul 18, 2019~Jul 31, 2019. 

 
 
 
Tests conducted: 

As requested by the applicant, refer to attached page(s) for details. 
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Conclusion: 

Tested Samples  Client’s requirement on  Result 
 ----Sensory test  Pass Tested component of 

submitted sample  ----Overall migration on plastic  Pass 
  ----Specific migration of Terephthalic Acid & Isophthalic Acid  Pass 
  ----Catalyst Residues content on PET  Pass 
  ----Specific migration of phthalate and plasticiser  Pass 
  ----PAH content  Pass 
  ----Determination of heavy metal release on metal   Pass 

  
 
 
 
 

 
 

 
 
 

Authorized by: 
For Intertek Testing Services 
Shenzhen Ltd. 

 
Ben N.L. Lin 
General Manager 
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1 Sensory Evaluation 
 

With reference to DIN 10955:2004. 
  

Test Procedure:  
Sample was cleaned according to the product’s instruction manual or in the absence of such manual, with 
water. Food simulant was filled in the sample under below mentioned time and temperature. Odour and off-
flavour was evaluated with 6 panelists using control sample of food simulant. 

   
I. Test condition: 

 
 Grated milk chocolate 40°C    24hours 

 
II. Result: 

  
Test Item Result Limit  

 (1)  
Intensity of odour 0 2.5 

Intensity of off- flavour 0 2.5 
 

 Intensity Scale:  0 = No discernible deviation 
1 = Barely discernible deviation  
2 = Weak deviation 
3 = Clear deviation  
4 = Strong deviation 

 
  Tested Component : (1) Silver color metallise film (PET) 

2 Overall Migration Test  
 

With reference to Commission Regulation (EU) No. 10/2011 and its amendments. 
 

I. Test condition: 
 

Tested component Food simulant Temperature (°C) Time(hours) 
(1) MPPO 40 24 

 
II. Test Results :  

 
Result(mg/dm²) 

Food Simulant (1) 
Reporting Limit 

(mg/dm²) 
Limit 

(mg/dm²) 
MPPO ND 1 10 

 
ND = Not  detected 
 

  Tested Component : (1) Silver color metallise film (PET) 
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3 Polycyclic Aromatic Hydrocarbons (PAHs) Content  
 

With reference to AfPS GS 2014:01 PAK (PAH), by solvent extraction and determined by Gas 
Chromatography - Mass Spectrometer (GC/MS). 
 
(I) Test Result 

 
Result (mg/kg) Limit (mg/kg) Compound (1) Category 1 Category 2 Category 3

Acenaphthylene ND -- -- -- 
Acenaphthene ND -- -- -- 
Fluorene ND -- -- -- 
Phenanthrene ND -- -- -- 
Anthracene  ND -- -- -- 
Fluoranthene ND -- -- -- 
Pyrene ND -- -- -- 
Sum (7 PAHs): ND 1 10 50 
Naphthalene ND 1 2 10 
Benzo(a)Anthracene  ND 0.2 0.5 1 
Chrysene  ND 0.2 0.5 1 
Indeno(1,2,3-cd)Pyrene ND 0.2 0.5 1 
Benzo(b)Fluoranthene  ND 0.2 0.5 1 
Benzo(k)Fluoranthene  ND 0.2 0.5 1 
Benzo(a)Pyrene  ND 0.2 0.5 1 
Dibenzo(a,h)Anthracene  ND 0.2 0.5 1 
Benzo(g,h,i)Perylene ND 0.2 0.5 1 
Benzo(e)Pyrene  ND 0.2 0.5 1 
Benzo(j)Fluoranthene  ND 0.2 0.5 1 
Sum (18 PAHs): ND 1 10 50 
Classification of 
samples: Category 1    

Conclusion P    
 

ND = Not detected 
Detection Limit = 0.2 mg/kg 
P = Pass 

 
  Tested Component : (1) Silver color metallise film (PET) 
 
  (II) Categories for Products 
 

Parameter Product 
Category 1 Food contact materials & materials intended to be put in the mouth 
Category 2 Materials with long-term skin contact (>30 sec). 
Category 3 Materials with short-term skin contact (<30 sec). 
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4 Specific Migration of Phthalate and Plasticiser Content Test  
 
  As per Commission Regulation (EU) No. 10/2011, and its amendment. 

 
I.  Test condition: 

Tested component Food simulant Temperature(°C) Time (hours) 
(1) 95%(v/v) ethanol 40 24 

 
  II. Test result: 

Result(mg/kg) Substance  (1) 
Reporting Limit 

(mg/kg) 
Limit 

(mg/kg) 
Butyl benzy phthalate (BBP) ND 1 30 
Bis (2-ethylhexyl) phthalate (DEHP) ND 1 1.5 
Dibutyl phthalate (DBP) ND 0.2 0.3 
Di-(iso-nonyl) Phthalate (DINP)  
+ Di-(iso-decyl) phthalate (DIDP) ND 1 9 

Diallyl phthalate (DAP) ND 0.01 ND 
Divinyl adipate  ND 0.01 ND 

  
ND = Not detected(less than reporting limit) 

  
  Tested Component : (1) Silver color metallise film (PET) 
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5 Metal Migration   
 
With reference to EU Technical Guide “Council of Europe Resolution CM/Res(2013)9 on metals and alloys 
Used in Food Contact Materials and Articles”. Migration test was carried out and heavy metal content was 
determined by Inductively Coupled Plasma Optical Emission Spectrometer (ICP-OES) and Inductively 
Coupled Plasma Mass Spectrometer (ICP-MS) with reference to ISO 11885:2007 and ISO 17294-2:2003 
respectively. 
 
I. Test Condition: 
 

Food Simulant:  Artificial tap water (prepare according DIN 10531 Clause 4.2.2.2)  
Temperature: 40°C             Time: 24hours  

 
II. Test Result: 
 
Tested component (1) : 

Elements 
Result 1st   

test 
(mg/kg) 

Result 2nd 
test 

(mg/kg) 

Result 1st 
test+Result

2ndtest 
(mg/kg) 

Result 3rd 
test 

(mg/kg) 

Reporting 
Limit 

(mg/kg) 
7*Limit 
(mg/kg) 

Limit 
(mg/kg) 

Silver (Ag) ND ND ND ND 0.05 0.56 0.08 
Aluminium (Al) ND ND ND ND 0.05 7 1 
Chromium (Cr) ND ND ND ND 0.02 0.7 0.1 
Cobalt (Co) ND ND ND ND 0.01 0.14 0.02 
Copper (Cu) ND ND ND ND 0.5 28 4 
Iron (Fe) ND ND ND ND 1 280 40 
Manganese (Mn) ND ND ND ND 0.05 0.7 0.1 
Molybdenum(Mo) ND ND ND ND 0.02 0.84 0.12 
Nickel (Ni) ND ND ND ND 0.01 0.14 0.02 
Tin (Sn) ND ND ND ND 10 700 100 
Vanadium (V) ND ND ND ND 0.005 0.07 0.01 
Zinc (Zn) ND ND ND ND 1 35 5 
Antimony (Sb) ND ND ND ND 0.01 0.28 0.04 
Arsenic (As) ND ND ND ND 0.001 0.014 0.002 
Barium (Ba) ND ND ND ND 0.1 7.0 1.0 
Beryllium (Be) ND ND ND ND 0.005 0.07 0.01 
Cadmium (Cd) ND ND ND ND 0.001 0.035 0.005 
Lead (Pb) ND ND ND ND 0.005 0.070 0.010 
Lithium (Li) ND ND ND ND 0.010 0.336 0.048 
Mercury (Hg) ND ND ND ND 0.002 0.021 0.003 
Thallium (Tl) ND ND ND ND 0.0001 0.0007 0.0001 
Magnesium(Mg) ND ND ND ND 1 - - 
Titanium(Ti) ND ND ND ND 1 - - 

 
ND = Not detected (less than reporting limit) 

  
  Tested Component : (1) Silver color metallise film (PET) 
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6 Catalyst residues on PET  
 

By microwave digestion and followed by Inductively Coupled Plasma (ICP) Spectrophotometric analysis. 
 

Result (mg/kg) 
Tested Component Element 

(1) 

Reporting 
Limit 

(mg/kg) 
Limit 

(mg/kg) 

Cobalt (Co) ND 10 125 
Antimony (Sb) 127 10 350 
Gallium (Ga) ND 10 20 
Germanium (Ge) ND 10 100 
Manganese (Mn) ND 10 140 
Zinc (Zn) 11 10 80 
Lithium(Li) ND 10 130 
Titanium (Ti) ND 10 120 
Phosphorus (P) 61 10 125 

 
ND = Not detected (less than reporting limit) 
 

  Tested Component : (1) Silver color metallise film (PET) 
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7 Specific Migration of Terephthalic Acid And Isophthalic Acid  
 

  As per Commission Regulation (EU) No. 10/2011 and BS EN 13130-2:2004. 
 

I. Test condition: 
 
Food simulant Temperature Time  
50% (v/v) ethanol  40oC 24hours 

 
  II. Test result  

   
Compound  Result (mg/kg) Limit(mg/kg)  
 (1)  
Terephthalic acid <1 7.5 
Isophthalic acid <1 5 

 
   Detection Limit =1.0 mg/kg 
 
  Tested Component : (1) Silver color metallise film (PET) 

************************************************************************************************************************************
End of report

 
 

This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a recommendation for any 
particular course of action. Intertek does not accept a duty of care or any other responsibility to any person other than the Client in respect of this report and only 
accepts liability to the Client insofar as is expressly contained in the terms and conditions governing Intertek's provision of services to you. Intertek makes no 
warranties or representations either express or implied with respect to this report save as provided for in those terms and conditions. We have aimed to conduct the 
review on a diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this report, in contract, tort, by statute 
or otherwise, except in the event of our gross negligence or wilful misconduct. This report shall not be reproduced unless with prior written approval from Intertek 
Testing Services Shenzhen Ltd. 

 




